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Abstract Based on presenting developm ent course and progress of the oil steel pipe products, the paper mainly descrbes the new
product research and developm ent in Ch na steel pipe corporatons which are facing more and m ore strict techn cal requ irem ents of the

petrokun ndustry for oil ppes and reveals the prosperity of Chnas steel p pe coporatbns
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